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SUBMITTAL SHEETS

Finish Specifications
Finish Finish Code Description

Hot Dip 
Galvanized After 
Fabrication

HG

Components are fabricated from plain steel meeting 
the specification requirements of ASTM A1011 and hot 
dipped galvanized after fabrication. Hot dip galvanizing 
is performed to the specification requirements of ASTM 
A123. The zinc coating is typically 2.6 MIL or 1.5 oz./sq. 
ft. of surface area.

Material Specifications

Material
Material 

Code
ASTM  

Designation
ASTM Description

Steel:
Use  

Finish 
Code

ASTM A1011  
SS GR 33.

UBS channels are accurately and 
carefully cold formed to size from 
low-carbon strip steel.  
12 Ga., 14 Ga. & 16 Ga.

Materials & Finishes: HG

CB2920-CB2924
Cable Brackets
Cable Vault Racking Systems
.

L
A

1 5⁄8"
(41.3)

B

3⁄16" (4.8) x 3⁄4" (19.1) Slots
2 3⁄4" (69.9) on Center

Safety factor of 3.

Material: 12 gauge steel.

Part
 Number

“L” 
In (mm)

“A” 
In (mm)

“B” 
In (mm)

Wt/100 pcs
Lbs

Uniform
Design 

Load Lbs

CB2920
51⁄2 31⁄2 7⁄8

90 500139.7 88.9 22.2

CB2921
81⁄4 31⁄2 7⁄8

120 325209.6 88.9 22.2

CB2922
11 31⁄2 15⁄8

300 275279.4 88.9 41.3

CB2923
133⁄4 31⁄2 15⁄8

340 220349.3 88.9 41.3

CB2924
191⁄4 31⁄2 15⁄8

430 160489.0 88.9 41.3


