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SIGN POSTS
W1t/100pcs. 26 Lbs

Materials & Finishes: EG

Finish Specifications

Material Specifications

Material Mgtt:irlal : ASTIV:_ ASTM Description Finish Finish Code Description
ode esignation Zinc electroplating is used to coat plain steel. The
UBS channels are accurately and Zinc EG electroplating process requires that the component be
Steel: Fpgeh ASTM A1011 carefully cold formed to size from Electroplated immersed in a solution containing zinc irons that are
eel: C"c])IdSG SS GR 33. low-carbon strip steel. deposited on the surface of the part.
12 Ga., 14 Ga. & 16 Ga.
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